
IN-HOUSE g/cm
3 0,45

TS ISO 62:METHOD 1 % 0.20

TS EN ISO527-1 , 527-2 MPa 10,54 - 11,13

TS EN ISO527-1 , 527-2 % 10 - 14

ISO 179-1 METHOD A                    

ISO 179-1 METHOD B 

°C                             

°C

59°C                                               

65°C

TS ISO 179-1 kJ/m2 9,3

ISO 868                                            

ISO 868

for 3mm           

for 5 mm

33-34                                         

35-36

EN 11925-2 CLASS C-s2,d0

EN 11925-2 CLASS C-s3,d0

HEAT DISTORSION TEMPERATURE 

TECHNICAL DATA SHEET REV. NR.00/ 19.02.2019

PVC FOAM 

SPECIFIC GRAVITY 

ELONGATION AT BREAK

DETERMINATION OF WATER ABSORPTION 

SHORE D HARDNESS

Fire classification 

FIRE CLASSIFICATION 5mm 

Physical  properties

FIRE CLASSIFICATION 3mm 

TENSILE STRENGHT AT YIELD

CHARPY IMPACT STRENGHT 


